
Selection criteria in elastomers
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Color neutrality  ●●  ●●●●●  ●  ●●  ●●●  ●●  ●●●●  ●●●●●●  ●●

Profile quality, edge smooth-

ness of complex profiles
 ●  ●  ●●●  ●●  ●●  ●●●  ●●●  ●●●○  ●●●●

Collapse resistance  ●  ●  ●●●  ●●  ●●  ●●●  ●●●  ●●●  ●●●●

Matting effect  ●●●●  ●●●●  ●●●  ●●●  ●●●  ●●  ●●  ●●  ●

Viscosity  ●  ●  ●●●  ●●  ●●  ●●●  ●●●  ●●○  ●●●●

Tensile strenght  ●  ●  ●●●  ●●  ●●  ●●●  ●●●  ●●●  ●●●●

Tear resistance  ●  ●  ●●●  ●●  ●●  ●●●  ●●●  ●●●  ●●●●

Compression set  ●  ●  ●●●  ●●  ●●  ●●●  ●●●  ●○  ●●●●

Rebound elasticity  ●●●●  ●●●●  ●●●  ●●●  ●●●  ●●  ●●  ●●  ●

Abrasion loss  ●●●●  ●●●●  ●●  ●●●  ●●●  ●●  ●●  ●●  ●
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Property: ● = low   ●●●●●● = high     optimum


