
Auswahlkriterien in Elastomeren
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Farbneutralität  ●●  ●●●●●  ●  ●●  ●●●  ●●  ●●●●  ●●●●●●  ●●

Profilausformung  ●  ●  ●●●  ●●  ●●  ●●●  ●●●  ●●●○  ●●●●

Standfestigkeit  ●  ●  ●●●  ●●  ●●  ●●●  ●●●  ●●●  ●●●●

Mattierungswirkung  ●●●●  ●●●●  ●●●  ●●●  ●●●  ●●  ●●  ●●  ●

Viskosität  ●  ●  ●●●  ●●  ●●  ●●●  ●●●  ●●○  ●●●●

Zugfestigkeit  ●  ●  ●●●  ●●  ●●  ●●●  ●●●  ●●●  ●●●●

Weiterrreißwiderstand  ●  ●  ●●●  ●●  ●●  ●●●  ●●●  ●●●  ●●●●

Druckverformungsrest  ●  ●  ●●●  ●●  ●●  ●●●  ●●●  ●○  ●●●●

Elastizität  ●●●●  ●●●●  ●●●  ●●●  ●●●  ●●  ●●  ●●  ●

Abriebverlust  ●●●●  ●●●●  ●●  ●●●  ●●●  ●●  ●●  ●●  ●
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Eigenschaft: ● = niedrig   ●●●●●● = hoch      Optimum


